ACSR Bare Overhead Conductor

CONCENTRIC LAY STRANDED

Conductor Composite concentric-lay-stranded conductor.
The steel strand or strands form the central e e e e e |
core of the conductor, around which is e
stranded one or more layers of aluminum
1350-H19 wires. The steel core mare consist of a single strand or a concentric stranded cable of 7, 19, 37 or
more wires. Numerous combinations of aluminum and steel strands and layers are possible.

Approvals Manufactured in accordance with the requirements of the latest applicable issue of CAN/CSA C61089

Cross-Section
AWG Size Strandin Nominal Mass
Product Code 9 (mm?) Rated
Code Word AWG or
kemil

240810 Swan 4 21.2 6 1 24.7 21.2 6.36 8562 58.16 27.46 8.15

Strength
mm
AL Steel Total AL Total AL  Steel kN

240840 Robin 1 42.4 6 1 49.5 424 9.00 1715 1165 5499 15.5

240870 Quail 2/0 67.4 6 1 78.6 67.4 11.3 2722 1849 8731 235

240890 Penguin 4/0 107.2 6 1 125.1 107.2 143 4334 2944 139.00 37.3

240896 Merlin 336.4 170.5 18 1 179.7 170.5 174 5424 4688  73.57 39.3

240950 Ibis 3975 2014 26 7 234.1 2014 199 8123 5565 255.80 71.5

241005 Pelican 477 241.7 18 1 2545 241.7 20.7 7684 6642 104.2 54.5

241035 Dove 556.5 282.0 26 7 3285 282.0 236 1140 781 358.9 100

241151 Drake 795 402.8 26 7 468.0 402.8 28.1 1624 1113 5114 138

241142 Grackle 11925 604.3 54 19 679.7 604.3 34 2278 1675  603.3 189

241158 Pheasant 1272 644.5 54 19 726.8 644.5 35.1 2433 1792 641.1 200

241170 Bluebird 2156 1092.5 84 19 1182 10925 448 3743 3046  697.1 282
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